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BiyografiBiyografiProf. Dr. Ali Erçin Ersundu lisans derecesini İstanbul Teknik Üniversitesi Metalurji ve Malzeme MühendisliğiBölümü'nden 2005 yılında aldı. Yüksek lisans ve doktora eğitimlerini İstanbul Teknik Üniversitesi Fen Bilimleri EnstitüsüMalzeme Bilimi ve Mühendisliği programında sırasıyla 2007 ve 2013 yıllarında tamamladı. Doktora eğitimi sırasındaABD'deki Illinois Üniversitesi Urbana-Champaign Malzeme Bilimi ve Mühendisliği Bölümü'nde misafir araştırmacı olarakçalışmalarda bulundu. 2014 yılında Yıldız Teknik Üniversitesi Metalurji ve Malzeme Mühendisliği Bölümü'nde öğretimüyesi olarak görev yapmaya başladı. 2018 yılında doçent, 2023 yılında ise Profesör unvanını almaya hak kazandı.Araştırmalarını halen eş kurucusu olduğu Cam Araştırma Laboratuvarı’nda yürütmeye devam etmektedir.
Prof. Dr. Ali Erçin Ersundu, bugüne kadar cam ve cam-seramik esaslı malzemelerin özellikle enerji ve haberleşmesistemleri ile ilgili uygulama alanlarına yönelik olarak geliştirilmesi ve bu uygulamalara entegrasyonu konusunda genişbir yelpazede öncü çalışmalar gerçekleştirmiştir. Son dönemde, ışıma rengi dönüştürücü özelliğe sahip cam ve camnanokompozitler alanındaki çalışmaları kapsamında, farklı lantanit iyonları ve kuantum noktaların direkt olarak cammatrisler içerisinde sentezlenmesi yoluyla dış ortam ile temaslarının tamamen kesilmesi, böylelikle kararlılık ve bozunmaproblemlerinin önüne geçilmesi, ışıma özelliklerinin uzun süre korunabilmesi ve bu sayede uygulama alanlarınıngenişletilmesi üzerine yoğunlaşmıştır. Bu alanda yaptığı öncü çalışmalar ile ışıma rengi dönüştürücü özelliğe sahip camve cam nanokompozitlerin katı-hal aydınlatma (LED) uygulamaları, Tarım GES sistemleri, üç boyutlu hacimsel ekran,optik sıcaklık sensörü ve sahtecilik önleyici gibi yeni nesil opto-elektronik ve fotonik uygulamalara entegrasyonununyolunu açmıştır.
Prof. Dr. Ali Erçin Ersundu, araştırma-geliştirme ve eğitim-öğretim faaliyetlerinin yanı sıra, 2021 yılı Eylül ayından beriYıldız Teknik Üniversitesi Bilim ve Teknoloji Uygulama ve Araştırma Merkezi (Merkezi Araştırma Laboratuvarı)Müdürlüğü görevini sürdürmektedir.
2021 yılında Türkiye Bilimler Akademisi (TÜBA) - Üstün Başarılı Genç Bilim İnsanı (GEBİP) ödülüne layık görülmüş veTÜBA Genç Akademi üyesi olmuştur. 2022  yılında ODTÜ Prof. Dr. Mustafa N. Parlar Eğitim ve Araştırma Vakfı -
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Araştırma Teşvik ödülünü  kazanmıştır. Prof. Dr. Ali Erçin Ersundu evli ve bir erkek çocuk babasıdır.
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Yönetilen TezlerYönetilen TezlerErsundu A. E., Fosfor içeren floresan boya katkılı camların geliştirilmesi, Doktora, H.Gülşah(Öğrenci), Devam EdiyorErsundu A. E., İnce cam kompozisyonlarının geliştirilmesi, Doktora, Y.Ateş(Öğrenci), Devam EdiyorErsundu A. E., Lantanit ve Perovskit Kuantum Nokta Eş-Katkılı Cam Nanokompozitlerin Yoğunluk Fonksiyonel TeorisiKullanılarak İncelenmesi, Doktora, G.Hızlı(Öğrenci), Devam EdiyorErsundu A. E., Akıllı Binalara Entegre Fotovoltaik Sistemler için Cam Nanokompozit Esaslı Lüminesanslı GüneşYoğunlaştırıcılarının Geliştirilmesi, Yüksek Lisans, E.İLTER(Öğrenci), Devam EdiyorErsundu A. E., Samarium and Thulium Doped Luminescent Glass-Based LEDs in Indoor Agriculture Applications andTheir Effects on Plant Growth, Yüksek Lisans, U.Ekim(Öğrenci), 2023Ersundu A. E., Katı Hal Aydınlatma Uygulamaları için CsPbBr3 Perovskit Kuantum Nokta ve Lantanit Katkılı CamNanokompozitlerin Geliştirilmesi, Doktora, E.Erol(Öğrenci), 2022Ersundu A. E., Lanthanide and/or Quantum Dot Doped Luminescent Glasses/Glass Nanocomposites as WavelengthConvertors for Advanced Opto Electronic Applications, Doktora, O.Kıbrıslı(Öğrenci), 2022Ersundu A. E., Effect of salt baths contaminated with different calcium compounds on chemical tempering efficiency,Yüksek Lisans, A.Çalı(Öğrenci), 2021Ersundu A. E., Development of Sol-Gel Based Anti-Reflective Coatings for Glasses Used in Photovoltaic Systems, YüksekLisans, C.Yıldırım(Öğrenci), 2021Ersundu A. E., Investigation the Effect of Weathering on Chemically Strengthened Thin Flat Glasses, Yüksek Lisans,Y.Ateş(Öğrenci), 2020Ersundu A. E., Geçiş Metal Oksit İçeren Tellürit ve Antimonat Camların Elektriksel ve Yapısal Özelliklerinin İncelenmesi,Yüksek Lisans, O.Başak(Öğrenci), 2019Ersundu A. E., Bizmut Oksit-Kurşun Klorür-Tellür Oksit Sisteminin Isıl, Optik ve Yapısal Açıdan İncelenerek CamlaşmaDavranışlarının Belirlenmesi ve Camların Radyasyon Zırhlama Özelliklerinin İncelenmesi, Yüksek Lisans,V.Akıllı(Öğrenci), 2019Ersundu A. E., Binalarda Enerji Tasarrufu Sağlayan Niobyum Katkılı Vanadyum Dioksit Esaslı Termokromik İnce FilmlerinGeliştirilmesi ve Karakterizasyonu, Yüksek Lisans, E.Doğan(Öğrenci), 2018Ersundu A. E., Tungsten Katkılı VO2 Esaslı Termokromik İnce Film Kaplamalı Camların Geliştirilmesi ve Karakterizasyonu,Yüksek Lisans, M.Berkay(Öğrenci), 2017Ersundu A. E., Üç Boyutlu Faz Hologram Uygulamaları İçin Foto-Termo-Refraktif Camların Geliştirilmesi veKarakterizasyonu, Yüksek Lisans, O.Kıbrıslı(Öğrenci), 2017Ersundu A. E., Aydın S., Bor ve Azot Katkılı TiO2 İnce Fİlmlerin Fotokatalitik Aktivitelerinin İncelenmesi, Yüksek Lisans,S.Çulhaoğlu(Öğrenci), 2015Ersundu A. E., Aydın S., Termokromik Özellik Gösteren Vanadyum Oksit Esaslı İnce Film Kaplamaların Sol - Jel Yöntemi İleHazırlanması ve Karakterizasyonu, Yüksek Lisans, M.Can(Öğrenci), 2014
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SCI, SSCI ve AHCI İndekslerine Giren Dergilerde Yayınlanan MakalelerSCI, SSCI ve AHCI İndekslerine Giren Dergilerde Yayınlanan MakalelerI. An Investigation of the Photonic Application of TeO2-K2TeO3-Nb2O5-BaF2 Glass Co-Doped withAn Investigation of the Photonic Application of TeO2-K2TeO3-Nb2O5-BaF2 Glass Co-Doped withEr2O3/Ho2O3 and Er2O3/Yb2O3 at 1.54 µm Based on Its Thermal and Luminescence PropertiesEr2O3/Ho2O3 and Er2O3/Yb2O3 at 1.54 µm Based on Its Thermal and Luminescence PropertiesBoussetta A., Al-Syadi A. M., Albargi H. B., Damak K., ERSUNDU A. E., Ersundu M. Ç., Ramadan E., Alshehri A. M.,Hussein K. I., Maalej R., et al.Materials, cilt.17, sa.17, 2024 (SCI-Expanded)II. Investigation of Thermal and Spectroscopic Properties o f Tellurite-Based Glasses Doped with Rare-Investigation of Thermal and Spectroscopic Properties o f Tellurite-Based Glasses Doped with Rare-Earth Oxides for Infrared Solid-State LasersEarth Oxides for Infrared Solid-State LasersBoussetta A., Al-Syadi A. M., Damak K., ERSUNDU A. E., ÇELİKBİLEK ERSUNDU M., Ramadan E., Alshehri A. M.,Hussein K. I., Maalej R., Yousef E. S.Materials, cilt.17, sa.15, 2024 (SCI-Expanded)III. Optimizing optical thermometry with tri-doped Ba2GdV3O11 phosphors: Ratiometric andOptimizing optical thermometry with tri-doped Ba2GdV3O11 phosphors: Ratiometric andfluorescence lifetime analysisfluorescence lifetime analysisKachou I., Saidi K., EKİM U., Dammak M., ÇELİKBİLEK ERSUNDU M., Erçin Ersundu A. E.Heliyon, cilt.10, sa.9, 2024 (SCI-Expanded)IV. Advanced temperature sensing with Er3+/Yb3+ co-doped Ba2GdV3O11 phosphors throughAdvanced temperature sensing with Er3+/Yb3+ co-doped Ba2GdV3O11 phosphors throughupconversion luminescenceupconversion luminescenceKachou I., Saidi K., EKİM U., Dammak M., ÇELİKBİLEK ERSUNDU M., ERSUNDU A. E.Dalton Transactions, cilt.53, sa.5, ss.2357-2372, 2024 (SCI-Expanded)V. Glass-based LED system for indoor horticulture: enhanced plant growth through Sm3+ and Tm3+Glass-based LED system for indoor horticulture: enhanced plant growth through Sm3+ and Tm3+co-doped luminescent glassesco-doped luminescent glassesEKİM U., İlter E., Özan E., Temürhan Y., ÇELİKBİLEK ERSUNDU M., ERSUNDU A. E.Physical Chemistry Chemical Physics, cilt.25, sa.34, ss.23150-23163, 2023 (SCI-Expanded)VI. The coupling of blue emitting carbon dots with Eu3+/Tb3+ co-doped luminescent glasses forThe coupling of blue emitting carbon dots with Eu3+/Tb3+ co-doped luminescent glasses forutilization in white light emitting diodesutilization in white light emitting diodesKorkmaz U., Özlem B., EROL E., Alas M. Ö., Genç Altürk R., ÇELİKBİLEK ERSUNDU M., ERSUNDU A. E.Physical Chemistry Chemical Physics, cilt.25, sa.16, ss.11452-11463, 2023 (SCI-Expanded)VII. Thermal, optical, structural, and electrical properties o f ZnO–MoO3–TeO2 glassesThermal, optical, structural, and electrical properties o f ZnO–MoO3–TeO2 glassesÇELİKBİLEK ERSUNDU M., ERSUNDU A. E., Bošák O., Kubliha M., Kostka P.Ceramics International, cilt.49, sa.8, ss.12950-12958, 2023 (SCI-Expanded)VIII. Bright white light emission from blue emitting carbon dot-coated Dy3+- doped luminescent glassesBright white light emission from blue emitting carbon dot-coated Dy3+- doped luminescent glassesoezlem B., Korkmaz U., EROL E., Alai M. o., Meray Z., Altuerk R. G., Ersundu M., Ersundu A. E.JOURNAL OF ALLOYS AND COMPOUNDS, cilt.926, 2022 (SCI-Expanded)IX. Recyclability o f CsPbBr3 quantum dot glass nanocomposites for  their  long-standing use in whiteRecyclability o f CsPbBr3 quantum dot glass nanocomposites for  their  long-standing use in whiteLEDsLEDsVahedigharehchopogh N., EROL E., Kibrisli O., Genc A., ÇELİKBİLEK ERSUNDU M., ERSUNDU A. E.JOURNAL OF MATERIALS CHEMISTRY C, cilt.10, sa.42, ss.16088-16099, 2022 (SCI-Expanded)X. Ultra-stable Eu3+/Dy(3+)co-doped CsPbBr3 quantum dot glass nanocomposites with tunableUltra-stable Eu3+/Dy(3+)co-doped CsPbBr3 quantum dot glass nanocomposites with tunable



luminescence properties for  phosphor-free WLED applicationsluminescence properties for  phosphor-free WLED applicationsEROL E., Vahedigharehchopogh N., EKİM U., Uza N., ÇELİKBİLEK ERSUNDU M., ERSUNDU A. E.JOURNAL OF ALLOYS AND COMPOUNDS, cilt.909, 2022 (SCI-Expanded)XI. Synthesis and characterization of newly developed phosphate-based glasses through experimentalSynthesis and characterization of newly developed phosphate-based glasses through experimentalgamma-ray and neutron spectroscopy methods: Transmission and dose ratesgamma-ray and neutron spectroscopy methods: Transmission and dose ratesKAVAZ E., Ersundu M., ERSUNDU A. E., Tekin H.CERAMICS INTERNATIONAL, cilt.48, sa.10, ss.13842-13849, 2022 (SCI-Expanded)XII. CdSe and CsPbBr3 quantum dot Co-doped monolithic glasses as tunable wavelength convertorsCdSe and CsPbBr3 quantum dot Co-doped monolithic glasses as tunable wavelength convertorsKibrisli O., Erol E., ERSUNDU A. E., Ersundu M.JOURNAL OF PHYSICS D-APPLIED PHYSICS, cilt.55, sa.10, 2022 (SCI-Expanded)XIII. Color tunable emission from Eu3+ and Tm3+ co-doped CsPbBr3 quantum dot glass nanocompositesColor tunable emission from Eu3+ and Tm3+ co-doped CsPbBr3 quantum dot glass nanocompositesErol E., Kibrisli O., Ersundu M., ERSUNDU A. E.PHYSICAL CHEMISTRY CHEMICAL PHYSICS, cilt.24, sa.3, ss.1486-1495, 2022 (SCI-Expanded)XIV. Structural properties and dissolution behavior o f new generation controlled release phosphateStructural properties and dissolution behavior o f new generation controlled release phosphateglass fertilizersglass fertilizersÇELİKBİLEK ERSUNDU M., Kuzu B., ERSUNDU A. E.JOURNAL OF NON-CRYSTALLINE SOLIDS, cilt.576, 2022 (SCI-Expanded)XV. Recent progress in lanthanide-doped luminescent glasses for so lid-state lighting applications-aRecent progress in lanthanide-doped luminescent glasses for so lid-state lighting applications-areviewreviewEROL E., Vahedigharehchopogh N., Kibrisli O., ÇELİKBİLEK ERSUNDU M., ERSUNDU A. E.JOURNAL OF PHYSICS-CONDENSED MATTER, cilt.33, sa.48, 2021 (SCI-Expanded)XVI. Robust CsPbBr3 and CdSe/Dy3++CdSe quantum dot doped glass nanocomposite hybrid coupling asRobust CsPbBr3 and CdSe/Dy3++CdSe quantum dot doped glass nanocomposite hybrid coupling ascolor converter for  so lid-state lighting applicationscolor converter for  so lid-state lighting applicationsKıbrıslı O., Erol E., Çelikbilek Ersundu M., Ersundu A. E.CHEMICAL ENGINEERING JOURNAL, cilt.420, 2021 (SCI-Expanded)XVII. Novel HMO-Glasses with Sb2O3 and TeO2 for Nuclear Radiation Shielding Purposes: A ComparativeNovel HMO-Glasses with Sb2O3 and TeO2 for Nuclear Radiation Shielding Purposes: A ComparativeAnalysis with Traditional and Novel ShieldsAnalysis with Traditional and Novel ShieldsAlmisned G., Tekin H. O., Issa S. A. M., Ersundu M., Ersundu A. E., Kılıç G., Zakaly H. M. H., Ene A.MATERIALS, cilt.14, sa.15, 2021 (SCI-Expanded)XVIII. A thorough investigation of the Bi2O3-PbCl2-TeO2 system: Glass forming region, thermal, physical,A thorough investigation of the Bi2O3-PbCl2-TeO2 system: Glass forming region, thermal, physical,optical, structural, mechanical and radiation shielding propertiesoptical, structural, mechanical and radiation shielding propertiesERSUNDU A. E., Sayyed M., Kıbrıslı O., Akıllı V., ÇELİKBİLEK ERSUNDU M.JOURNAL OF ALLOYS AND COMPOUNDS, cilt.857, 2021 (SCI-Expanded)XIX. A straightforward approach for high-end anti-counterfeiting applications based on NIR laser-drivenA straightforward approach for high-end anti-counterfeiting applications based on NIR laser-drivenlanthanide doped luminescent glasseslanthanide doped luminescent glassesVahedigharehchopogh N., Kibrisli O., Erol E., Çelikbilek Ersundu M., Ersundu A. E.JOURNAL OF MATERIALS CHEMISTRY C, cilt.9, sa.6, ss.2037-2046, 2021 (SCI-Expanded)XX. Size-controlled emission of long-time durable CsPbBr3 perovskite quantum dots embedded telluriteSize-controlled emission of long-time durable CsPbBr3 perovskite quantum dots embedded telluriteglass nanocompositesglass nanocompositesErol E., Kıbrıslı O., Çelikbilek Ersundu M., Ersundu A. E.CHEMICAL ENGINEERING JOURNAL, cilt.401, 2020 (SCI-Expanded)XXI. The synergistic effect o f Er3+ and Ho3+ on temporal co lor tuning of upconversion emission in aThe synergistic effect o f Er3+ and Ho3+ on temporal co lor tuning of upconversion emission in aglass host via a facile excitation modulation technique for anti-counterfeiting applicationsglass host via a facile excitation modulation technique for anti-counterfeiting applicationsErol E., Kıbrıslı O., Vahedigharehchopogh N., Çelikbilek Ersundu M., Ersundu A. E.PHYSICAL CHEMISTRY CHEMICAL PHYSICS, cilt.22, sa.44, ss.25963-25972, 2020 (SCI-Expanded)XXII. Noninvasive Optical Temperature Sensing Behavior o f Ho3+ and Ho3+/Er3+ Doped TelluriteNoninvasive Optical Temperature Sensing Behavior o f Ho3+ and Ho3+/Er3+ Doped TelluriteGlasses Through Up and Down-Converted EmissionsGlasses Through Up and Down-Converted EmissionsKıbrıslı O., Erol E., Vahedıgharehchopogh N., Yousef E. S., Çelikbilek Ersundu M., Ersundu A. E.Sensors And Actuators A-Physical, cilt.315, ss.112321, 2020 (SCI-Expanded)XXIII. Investigation the effect o f weathering on chemically strengthened flat glassesInvestigation the effect o f weathering on chemically strengthened flat glassesGösterişlioğlu Y., Ersundu A. E., Çelikbilek Ersundu M., Sökmen İ.
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